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GRATNELLS LTD 
8 HOWARD WAY,  
HARLOW, ESSEX,  
CM20 2SU,  
UNITED KINGDOM 
 
The following samples were submitted and identified on behalf of the client as COLOURED PLASTIC 
TRAYS. 
 
SGS Job No. : 4173822 
P.O. No. : FIVE STORAGE TRAYS 
Sample Receiving Date : MAR 20 2012 
Testing Period : MAR 20 – 26 2012 
 
 
 

Test Requested : Please refer to the result summary. 

   

   

Test Method & Results : Please refer to next page(s). 

   

   

Result Summary :  

  Test Requested Conclusion 

  CPSIA section 108 – Phthalates PASS 

 
 
Signed for and on behalf of 
SGS Hong Kong Ltd. 

  
Tam Yi Mei, Mei 
Section Manager 
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Test Results : 
 
CPSIA section 108 – Phthalates 
 
Method : With reference to CPSC-CH-C1001-09.3. Analysis was performed by Gas Chromatography / 

Mass Spectrometry 
 

Result (%) 
Test Item 

1 – 5  

Reporting 
Limit (%) 

Permissible 
Limit (%) 

Dibutyl Phthalate (DBP) ND 0.003 0.1 

Benzylbutyl Phthalate (BBP) ND 0.003 0.1 

Bis-(2-ethylhexyl) Phthalate (DEHP) ND 0.003 0.1 

Diisononyl Phthalate (DINP) ND 0.010 0.1 

Di-n-octyl Phthalate (DNOP) ND 0.003 0.1 

Diisodecyl Phthalate (DIDP) ND 0.010 0.1 

Comment PASS -- -- 

 
Sample Description : 
1. Transparent Plastic  
2. Blue Plastic 
3. Red Plastic 
4. Green Plastic 
5. Yellow Plastic 
 
Note : 1. % = percentage by weight 
  2. 1% = 10000 mg/kg 
  3. ND = Not Detected 
  

 
 

*** End of Report *** 


